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The thermal ionization of an aerosol with a disperse phase consisting of
reacting ash particles of up to 10 im in diameter were studied by measur-
ing the electrical conductivity at a frequency of 3.77 mc/s, with X-ray
analysis of the reaction products in the condensed phase. The aerosol,
which formed a colloidal plasma with a particle diameter cf up to 0.1 1:,
at high temperatures, was heated in a Tammann furnace. The oispersior.
medium was dry nitrogen and the gaseous products of dissociation of tr,,
original minerals (not more than 6%). All transformation. of the
minerals entering the disperse phase of the aerosol occurred between the
measuring electrodes and were governed solely by the temperature of the
gas in the furnace and the particle concentration. A systematic study
of the combined effect on the conductivity of the colloidal plasma of
such factors as initial mineral composition, temperature, concentration,
phase transitions and aggregation into slag granules shows that: 1)
In systems with a calcite base, with the beginning of crystallization
from the liquid phase of 3CaO.Sin, in the post-eutectic temperature range

and the subsequent reaction between the solid phases to form
'aO.AI0 Y.SO 2 and CaO.AI20 3. 2SiO 2, a shift is observed in the ioniuatic

Pouilibrium of the plasma:
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with a simultaneous curtailment of the coagulation and ai-re :atior of
particles into slag granules (gas temperature 1?00°K and above,
concentrations up to 1%); 2) The temperature dependence of the (condurtivity
is closely approximated in the exponential range investigated both for
heat-emission and chemical-emission ionization occurrin. when the r.hase
composition of the seed varies; 3) The appearance of a llql:id phase in
the intermediate stages of the reaction or in the final reportion
products leads to an increase in the rate of electron abscrption an,:
to a decrease in plasma conductivity. It is shown that calculations
of the conductivity of coal combustion products (H. Finctr, S. i.ay -
1964) without allowance for the physico-chemical phenomena rrinr
in the mineral part of the coal clearly deviate from the exp'rime nta1
results. For an analytical solution of the problem, inf'orr'tion
obtained directly from the reacting colloidal plasma rno:t I r
Into the algorithm.
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THE EFFECT OF PHASE CHANGED IN THE MINERALOGICAL
COMPOSITION OF THE INORGANIC PART OF NATURAL
CARBONS ON THE ELECTRICAL CONDUCTIVITY OF

A COLLOIDAL PLASMA

N. A. Sinayskiy and I. A. Yavorskiy

Institute of Physico-Chemical Bases of Processing
Mineral Raw Materials with Academy of

Sciences of USSR Novosibirsk, USSR

Introduction

The effectiveness of conversion of the thermal energy of coal

into electrical (including the problems of conductivity, slag formation,

drifts, erosion and corrosion of the MHD-duct) in considerable measure

depends on the physical chemistry side of this question.

For, appraisal of the role of phase changes of minerals in the

process of icnlzation of particles an overall physical cher.istry

investigation was conducted of colloidal plasma forming during the

hentIng of an aerosol with a dispersed phase from the mineral part of

-italn coals of Sliberla. The principal characteristic of' colloidal

plasma - its conductivity was determined and the physical chemistry

processes occurring in its dispersed phase were Investigated.

In [1-3] it is shown that aerosols made in the appropriate way

with dimension of solid particles of 10-7_10 - 4 cm ':ith small work

furiction of electrons, can in process of heating form a good-conducting

I) 1-',1daI plasma.

1"f8-MT-24-I82-68 1
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In the reacting colloidal plasma obtained on the basis of the

mineral part of cil, the g ometric "imensions of particles, their

concentration and distance between them are by variable values. The

process of ionization of solid particles with multicomponent

mineralogical composition is complicated by internal reaction of the

minerals among themselves and between particles, and also their

external reaction with the gas phase. In examining the MHDG cycle on

combustion products of coal, Bincher and Way [4-5] did not take

into consideration the physical chemistry phenomena occurring in the

ashes of the coal. Works on the investigation of the process of

formation of reacting colloidal plasma are lacking.

2. Experimental Installation and Method of Investigation

In order to trace the change of real (phase) composition of the

mineral part of coal during its heating in a gas flow and to show

that conductivity of colloidal plasma is directly connected with the

character of reaction of the initial minerals, the installation in

Fig. 1 was created, allowing us, simultaneously with measurement of

conductivity of colloidal plasma, to produce sampling of the condensed

phase, rapidly cooled to room temperature with subsequent separation

of flux into roughly and thinly-dispersed. In the roughly-dispersed

(coagulant) the particles ,f ashes coagulated and aggregated in

granules of slag settled in the vertical section of the suction line.

In the thinly-dispersed (aerosol) the particles of volatile ash

followed from the running flow of gas to the dust dust collector.

In the furnace there was created an industrially pur(! rcutra.l

atmosphere (95-100% N2 ; 0-0.5% 0,; 0-1% CO; CO 2 - by mean: of disocia-

tion of carbonates contained in the ash); imposition of the burning

process of coal particles on the process of ionization of the

mineral part was not produced. Into the furnace there wa; fed the

mineral part of a given coal which was preliminarily decarbon1zed In

a muffle at a temperature of 550-6000 C, which permitted almost

completely preserving the initial mineral composition, contained in

the inorganic part of the coal. Thus, all transformations of minerals

in particles of dust flow (aerosol), passing between measuring

electrodes, were caused only by the temperature of ga; In the furnace

and their concentration in the flow.

FTD-MT-24-V112-68 2



_:.- ,..t,.._. e..' zpe-rlment ensured minimum possible Erad-ient of

t( meraturt. betweer, particle and medium, medium and surface of
measuring electrode, and also isothermality in the reaction zone of

the dustgas mixture. These conditions were attained by carrying out
the experiments in a Tammann furnace (Sif in Fig. 1) with constant

initial dimension of particles of 0-10 pm lifted by nitrogen from

the vibrating mill B,

The length of stay of particles in the zone of maximum temperature

wa3 selected in accordance with the time of chemical reaction between

solid phases of the aerosol with dimensions of particles up to 10 Wm

and amounted to 0.1-0.3 seconds.
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Determination of concentration by weight of the C'rhuci 1Led pha.e

in the zone of measurement of conductivity was produced inrirectly

according to the results of measurement of the initial concentration

of dust in the supply tube by means of weighing the filter cf upper

dust collector flC at defined intervals of time, and according to

chemical analysis of the mineral part of a given coal. Error in

determination was established by balance of weight of the condensed

phase on line of supply and suction and did not excecd 5%. Measurement

of temperature in conditions of thermal equilibrium '.it/Ysr = I was

produced with a telescope with potentiometer III therrcuoup-e with

potentiometer P.2 and optical pyrometer mA with coordination of

readings of the Instruments on the section of temperatures of

1400-16000 C. Measurement of conductivity of colloldai plasma w:.:

performed according to the Q-meter method in a quasi-steady-state

operation, with which on a time interval of 10-75 second, there can

be obtained no less than three close-value Q-factor siznals of the

measuring circuit loaded with plasma. Forced search of extremum of

Q of the measuring circuit of Q-meter K was produced manually. The

objectivity of the measurement of conductivity is due to the automatic

recording of the readings o9 all instruments nn tapes with cubsequerit

functional conversion of Q values and capacity manually, and treit ent

of part of the experiments on an electronic computer [EVM]. To d'

this, readings indication of the measuring Instruments were rea- L

coder My in eight-digit binary code with help of a teleraph apr'rtus

TA. Punched tape was introduced into the working storage of tle( -v

through a tra,,;-mltter. The block diagram of the program of forra,'tIon

of measured conductivity value included an operator for d. r:patchir,5

four codes Lnd point separator, isolation of mantissa, and formation

of number order, normalization of the number, calculatior, unad a

printer. Analysis of functional measuring error of electrical

conductivity by a method developed according to calculatin arn

calibration on an aqueous solution of KCC, a fusion )f IaC and
molecular dispersed colloidal plasma 4, 12 CO 3 , showed that the

maxtmum relative measuring error of conductivity (i,-s not rxceeu l6%.



3. Characteristics of the Investigated Materials

The :nvt interest from the point of view of use of the mineral

part of coal in an MHD-generator is in the possibility of formation

-f newly fusing embryonic crystals of simple and complex oxides, and

also ion-formation during the course of the reactions.

+5

+ n 7 
A5 " I7--),

In Fig. 2 there is shown the mechanism of crystal formation of

intermediate structures forming in powdery samples during heating in

a *ru<'ible. Technical characteristics of samples of coal ashes of

different deposits taken for physical chemistry analysis at a

tcmperature of 800C are given in Table 1. GRAPHIC NOI

i _ _ I i 11Iil RPOIJII
ff rU ,',

__________ f~: srr -L~ 5 6

,SiO 0 '', i3,I6i [0,6. 40 ,':5 4...,.i 8i', T',7

j e2 0j ,l 2,81 6,49 ;'c wn iCi i ,2.. 0,7
.T4 .'" 1,38 0,35 0,73 Ou' 0,6 0,2

2,2

C 00 I "

, d

50,14 6 10 6C. , 4,0 0.7
K 2O ,% 0,0 - 0,3 0,86 - , 0

'a , 0,2 0,17 i1,. 0,;2 0,5 0,.,

0,24 5,9 92, : 0,1
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X-ray analycis of tests was performed on a URS-50M diffractometer

under constant conditions of survey: U =35 kV, j = 10 mA,

W = 2 deg/min.

As can be seen from Fig. 2, the general property of reaction

of minerals forming the inorganic part of coal is the multistage

nature of the process. Products of dissociation of parent substances

enter Into reaction, forming metastable compounds crystallized with

increase of the temperature of the system. Content of transition

crystal structures grows to maximum, after which they are destroyed

and in the X-ray amorphous state there will be formed the sequent more

complex crystal compounds. Intermediate products of a single, binary,

or ternary system can react with intermediate products of other systems,

increasing the number of metastable structures in the ashes. The

process of reaction can be described by constitution diagrams of two,

three, and multicomponent systems. The mineralogical composition of

Intermediate and end products of reaction up to transition of the

whole system into the liquid phase does not depend on conditions of

reiction (in a piece or in a dustflow); sequence of formation of

intermediate products does not depend on state of reagents in the

Initial ashes. Distinction is observed only in quantitative content

(Jf rroducts of solid-phase reaction caused by distinction in chemical

Momrosition, time factor, ambient atmosphere, physical processes of

i- t and mass transfer. Thus, for example, depending upon content in

the -itial mixture of minerals with a calcium base, the reaction in

e ts L and 4 can go either in the direction of mullite, or in the

direction of formation of anorthite due to the solid-phase reaction

o f calcium oxide with mullite:

2 t.M to 2 ~,,. s

morfttiorl llonite enstatite mullite

an~1+
aril .drite +

sOo 3. oa-J 0 3 2+ 2 0

Cg OJ/ 2 O.3 2.SAO2
anorthite

7



The number of roentgenographically definable topochemical perioas,

in each of which, with an increase of temperature there appears,

increases in content of crystals to maximum, and then vanishes, a

group of solids which are intermediate metastable products of reaction

of initial minerals, in tests 2 and 5 increases to 5. Simultaneously

with the transformations of minerals reactions proceed in binary and

ternary systems. Dissociation of calcite and anhydrite in the first

stage leads to formation in the second stage of a large quantity of

lime, distinguished by increased chemical activity. In accordance

with this, in the third stage reaction of lime with quartz predominates,

in the fourth gehlenite and akermanite will be formed, in the fifth -

anorthite.

Growth of crystalline new formations occurs, as electron-

microscipic examination showed, by microterraces from the X-ray

amorphous phase of the same substance or their three-dimensional

embryo new phase. Average dimension of a single lime crystal, formirnj

during dissociation of calcite, in the case where it does not ortrr

into further reaction, composes, under conditions of the expe'rIment,
0

1000 A, aggrerates of particles of calcium oxide durin, phforrIjni

of the preparation on opening [text illegible] averai- aime..:ion :

1.2 Lim.

Thus, physical chemistry investigation of the reactior pr'.ss

in the mineral part of coal showed that the dispersed phase of a

colloidal plasma obtained on the basis of mineral part of cneal Ca.nnot

bp examined in the form of chemically neutral, solid, spherical

particles of constant radius, concentration, and intercenter distance,

possessing constant thermionic potential. Phase transitions ins.ide

particles of the aerosol, made under normal conutions from mir, ra]s,

able to react, and subjected to the influeuce of h;,h teperatures,

predetermine the conductivity of' the colloidal pla:ma . ::

,.::tabl I.she:d duri rj I nves3tIgatIon of exoelec t,rn ,.ml ;: !,,r. [ (, , tt

the work of giro rj Into an unstable state of 1u,, , rt' i 1r t l,.[ is;

v.ry small, is. a1mros:t ,qual to zero, and the pr, .:;.. , 'r:l: 1 I I sti 1

(luring pha.;e tran-;At n corre;-ponds to the iri('rase' , St, I tf '

exoemissi.-,n of electrons. This permits assurn]ng, that in a ,' t,

high temperat.ures onder conditions noted above, al , , ,

8



'heimoemission of electrons from particles, there will appear a

chemoemissicn effect which will lead to growth of conductivity in the

reacting colloidal plasma at the same cross section of collision.

Specific Electrical Conductivity of Colloidal Plasma
with the Presence of Changes in Phase Composition

of Ionized Additive

Electrical conductivity of colloidal plasma is detected as in

crarary plasma, by losses of pulse during contact collisions,

distant interactions of electrons with charged particles, and

collisions of electrons with neutral phese components [l] and can be

considered as the total kinetic characteristic of processes of emission

and absorption of electrons in the presence of reaction and change

of collision cross section according to increase of concentration

and aggregation of the condensed phase.

In Fig. 3a there is shown the temperature-concentration dependence

of conductivity of colloidal plasma, the ionized addltiv, to which,

according to chemical analysis at 8001C consists of 63% SEO 2 ana 29%

N'eO with a small quantity of other impurities (Test 1). Its

mineralogical composition in Fig. 2 is represented basically by quartz,

of which only an insignificant part is combined with aluminum oxide,

liberated during dissociation of clayey minerals, in compounds such

as mullite, sillimanite (Fig. 3b), and basically undergoes only thermal

transformations prior to transition to liquid phase. Work of electron

yield from quartz is comparatively high (5 eV) and inasmuch as in

increase of concentration of electrons in a given system mainly the

mechanism of thermionic emission participates, the degree of ionization

is small and almost does not depend on concentration of the additive.

At a temperature of gas of 1700 0 C quartz and sillimanite are

revealed in the ashes in Fig. 3b (curves 100-105). Optimum concentra-

tion of additive composes 3% and further increasing it insignificantly

lowers conductivity of the plasma, obviously, only due to the growth

of collision crrss section of electrons with neutral particles.

[creaslr, the temperature of the gas to 1950'C increases conductivity

of th- .c]loidal Iar;ma to 3.10 - 3 MO/cm in Fig. 3a, which can be

crr,:;i lred tmaximu, for concentration of sample i of 0.1-10%, inasmuch

9
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Jilori n ,e' temnperatures and a length of stay In the furnace of

71 -0 .3 inthe conndensed phase all reactions are finished and it

passes into liquid phase. Transition to liquid phase is seen

distinctly by diffractogram, Fig. 3b (curves 108-11L4). on which the
intensity of lines of mullite and sillimanite decreases with increase

*:f temperature.

Equiconcentration lines of temperature dependence of conductivity

in 1. 4 are constructed on curves of temperature-concentration

iependence of' Fig. 3. They permit characterizing the kinetics of the

!,i: ation process In colloidal plasma and permit introducing the

idea of' apparent activation energy of the system in the presence of
reactions cccurrin , on borders of phases of solids and accompanied by

rc'boildinj the crys tal lattice the substnace, that is-, by changes in

(2is cemTpoas it t on.

Idrt, weak reaction in test 1 apparent activation energy does not

-x-t 11 ,, ' it-. and decreases with increase of corncentration

'iAi temTperature, leading to formation of the liquid phase.

n the whale, with any concentrations, test 1 does not ensure

,-:rdlctivity Kf col1loidal plasma greater than that from the presence

c f 1% vapors Df' sndium in nitrogen (calculated dependence is plotted

In 'iF. 4, broken line).

The ;uiil ! or, of calcite to test 1 In a 4-i ratio ess.entially
*'';h~e temperature-concentrat ion dependen(c of' i ctrio.,t]

~r~''i': ','f' cal loidal plasma of Fig. 3a (modj(] ' jn). orm,,atlor

o 'L rt I' t he add 1ivle of chemi cal ly act i v o 1 Ic Ium r~x id 'P tril

Va t a' 'er~tjr InWith thle remaininrg _cjnponionis A* ,vj~i~il.

AI. In- a'.; 'taue f'C optimum concentration of tic- cord'ri:' pt:

ul; 1, f.,-O.'% with Increase of maximum electrical conductivity by 40%.

It, tnere 'c rprni-ucts in Fig. 3c lime , wol lactnni te, cal c lm

a I irn :L, n I rni te, allite , and gehlenite appear In ad_-dition to

mu 11t,. Thf' l'a' nc-rease of electrical conductivity of the system

to optin'irn -uncentratlons is connected with the hich apparent activation

ri ~ ~ ~ ~ - I'' 1't~ ie n the regi on of a temp'.ratur. of 1700'C in Fig.

I''I ii . Ph::permits making an assumt ion :ihoi,' the re'nc
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Fig. 4. Dependence of electrical conductivity
on inverse temperature in the dispersed phase
from test I and with addition of calcite (test 6).

or an additional source of ionization in colloidal plasma with reacting

ionized additive. Apparently, the shift of ionization equilibrium

on the solid-phase section of the reaction is explained by an increase

in the formation rate of electrons by means of an addition to the

thermoemission yield of electrons from particles in the gas during

construction of the crystal lattice of forming metastable compounds

of calcium oxide with aluminum and silicon oxides. The increase in

concentration of the condensed phase to 2% leads to a lowering of

electrical conductivity with a temperature after maximum, which is

observed at 1750'C. Such a movement of the sum of exponentials is

connected with the fact that the rate of electron absorption, which

can he expressed by its exponential, during growth of forces of

adhesion exceeds the rate of emission of electroni and the procesc

of ion-formation is delayed.

The noted Tharacteristic of increase of formation rate of

electrons in a colloidal plasma during intensification of the process

of reaction of ash due to introduction of calcite was confirmed by

investigation of the kinetics of ionization of a number of mineralo

12
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Fig. 5.Concentration-temperature dependence of

conductivity of a reacting colloidal plasma
during dispersed phase from test 5.

_-kals (teots 2, 3, I4, and 5).

lIt Fig. 5 concentration-temperature dependence of conductivity

of colloidal plasma Is shown, the ionized additive of which consists,

~orin~rto the roentgenographic analysis in Fig. 2, o f calcite with

an admixture of clay and quartz, or according~ to chemical analysis at

c~0',of ('% aO, 21% A9120j , 8% 502a (test ).Ai can bo seen from

:u.- 5 , a' aoemrtusof 1500-1 520 0 C ccnductivity o' the colloidal

maraipid11 i nd monotonically increases with Inrtoense of' concertra-

tirn, no, reaching maximum even with concentrations of condensed phase

!iear 10% (experiments, 249-258). In the precipitation of aerosol and

'oaulatwhich constitute a white powder with aggregated, clumps,

tnacrosign.o (A' slag formation are absent. X-ray analysis of these

te-sts, Fig. 6 a, b (curve6 255) shows that In the svsfem an~ intense

.0lid-phnse reaction goes on, and in it predominate metastable

Inter7,:dicate pr~colime, 12 CaG, 7 AIO ,7 1 ilicates aind alumin-

'i C f' Sri] dlun ("A ICS CSAS)s entering, into furtrier reactirnn

wlth h, frmat 1 )f f1 ,ehlenite arid anorthite~; sill Irnanl t,# almandine;
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Fig. 6. Diffractograms of products of reaction

of the dispersed phase of test 5: a) aerosol
deposit; b) coagulant depost; c) without separa-
tion 1700IC; d) without separation 18000 C.

@CAxO_3"e2O -%* and hauynite. From curve 255 it is possible to

judge regarding the high dispersiveness of the aerosol, in the

particles of which crystals of calcium oxide predominate, whereas

the heavier particles of the coagulant are enriched by crystals of

12 CaO.7 Al203  almandine, and alite, forming as a result of the

solid-phase reaction. Lime is almost absent in the coagulant inasmuch

as it follows with remaining particles of aerosol after carrying its

molecules of gas flow, reversing in the by-pass tube with a velocity

of 10.2 m/s.

From the point of view of kinetics of the process (Pig. 7) this

section with solid-phase reaction in particles of ash of all concen-

trations of the condensed phase is characterized by high values of

apparent activation energy of the process equal approximately to 9 e'J.

At gas temperatures of 1520-1550'C in particles of ash there

appears a liquid phase due to formation of eutectic in the 000-

A. " -S i X0 system, which with concentration of additive of

more that. 2% delays speed of ion-formation. Increa-.; ri the. temperature

or the gas to 1600'C permits the liquid phase to lj,-iri to r(,rid,:r T'
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I N,.:,.Fig. 7. Dependence of electri-
cal conductivity on inverse

phas intest 5. [Designations
lote-gible].

KLI
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ppreplhl inluneo oeigtecnutvt ftepam

;-.(-t lepe nflue cnceontrltowerif te, condctivit pfhte platma

)y~i f coagulant there appeared macroscpic granules of slag, in

Ic b (curves C59-261), and I~~vsideposit, in Fig. Ca (curves

2~-Tl) meas ured content of nonreacting lime. Figure 7 shows
.,a- Jrn trits way the rate of ion-formation is minimal. It is obvious:

Ta ' th I i, ncreaise in concentration of electrons (condjuctivity) due

-t> turmwemJh;sion from crystals of' lime and other products ';f .olid-

rr ;Actl cmwas, compensated by absorption of electrons ()f tgwr(:gat~rnL

p'~'tI K:;4 . lgtherefore the resultant coniduct 14 ty (fC i lasma

ma ' ,jrf.t ant or di minishes . Together with eI( rrufromn t he

pc ,thf, :v)roc-rat, rig drops of slag seized the ;;oild parti alei (.f

Ifijthor',c~fre their content Irn the deposit of ccaculant turned out

t, c t nw grea)tev than In the deposit of aerosol in Fig. 6a, b
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A temperature of gas ci' 1650°C corresponds to thie :(,71r.nirng of

an abrupt growth - - 1 1te in Fig. 6b (curve 266), crYstaiizel in, m,e

liquid phase at temperatures of particles of 14U-1500 C, and further

transition to reaction in solid phases. The apparent activation

energy of the process at concentrations up to 2% again increases to

9 eV (ig. 7). Excess uf formation rate of electrons over their

absorption rate is characterized by monotonic growth of conductivity

of plasma with increase of temperature and concentration (experiments

?67-272) 1700'C curve in Fig. 5 and Fig. 7, where the content of lime,

C,2 4 5, increases to optimum concentration of the adiltive, and

wmllastonite at great concentrations almost vanishes, entering into

reaction with the calcium aluminates. The solid-phase reaction with

great apparent activation energy is preserved in tnis system up to

temperatures of 1800 0 C at concentrations of condensed phase of 0.05-1%.

Optimum concentration of the additive in colloidal plasma composes

0.8-0.9%.

An increase in concentration of the condensed phase of more than

5% at 1700'C and more than 1% at 18001C (Fig. 5) leads a sharp

reduction of conductivity of the plasma. In the reaction products

there appears a large quantity of nonreacting lime, increases in

c tent of calcium silicates and aluminates due to incompleteness of

the reaction and background is increased on the diffractograms (a

great number of peaks of small intensity and hollows), indicating the

appearance of the liquid phase of Fig. 6d (curves 286-287). Increasin

he absorption rate of electrons permits that sum of exponentials

•haracterizing the process again passes through maximum (Fig. 7) at

oncentration of condensed phase of 10%.

Value of maximum specific conductivity of colloidal plasma,

formed in test 5 at gas temperatures near 18001C and optimum concen-

trations approach values characteristic for colloidal plasma of N,-l%K

with molecular disperse dimension of potassium ions of Pig. 7

(exponential N2-1%K). Concerning the high disper.sivercss,; :and

('u.Impletcrmess of reaction in test 5 at this temperature, it is po:;sible

to Judge from curves 282-287 Fig. 6c, d. At coricerjtrations; of 0.1%
in the ash are formed lime, silicates and aluminates of calcium,

almost complPtely reacting at optimum concentration to anorthite.

16



il t,: :.ty of tne vok of lime on curve 283 is less than on all the

:'.f.'in!. .,:':r'ctc~rams which testifies to the almost complete

oehcticn ,of lime with formation in the fifth stage of reaction of

o ,,hl}y-dicpersed particles of anorthite.

The role of chemical reaction in ash is confIrmed a'. u by

xoirmt: with determination of conauctivity of colloidal plasma,

btui .d rI b,~ e of lime. The dimension of lime particles in Fig.

*2 + 3,5' Ca0) t.oken the same as in experiments with test 5,

it ',nluctlvity ,Df the colloidal plasma with nonreacting calcium

xi :,, -r.iilrc the system by thermoemission of electrons from

:.:.., turne-d out to be on an order less than with those same

>" ' rtr~tlors in the condensed phase of the ash.

A 1c-.-ranre appraisal of the kinetics of the ionization process

71nd g-aximum attainable conductivity of combustion products of minerals

cf coals li the absence of a burning process, but with the use of

-e'<i"ir In the mineral part, was performed by interpolation of the

I 1;:,? f dependence of conductivity on inverse temperature for a

:.!t!,' .f nitrogen with the mineral part of investigated coals. From

'rtci It. wa ; considererl that smoke gases , just as nitrogen, are an

-71 -,.i' *-!:t neutral ?-omonent, 'nasmuch as potentials of their

YY.trtn ,hare a 'i.uJue of 14-15.6 eV respectively, and the degree of

,."ti n ,f mineral part of coal in each gas is identical at equal

' .:ctrutloni; by weight.

s.ulto of calculation of the concentration of ash in smoke gases

u roc r prsition of combustible mass of coal and average ash

,nt,-rit a re given in Table 2.

Sring to, the value of concentration by weight of ashes in

. g ases , t aklr,. into account losses during heat tre;itmcrnt, in the

qv!' eq 'o-rcntration curves characterizirn,, t : RInetics of

r ' ) t ir i or, ash, there was imposed an Interpo,at on curve.

>e. ,It. ' f Int rrpolation are shown in Fig. , fro in which it

1w t ;.O t , , t promi l n ashes for an open Ml.', ,lT-g-nerator

.. ; f r whii, :e,-t ar of high temperature:-, ,t rting at 1800 0 C,

17



Table 2. L'~ 3 II
Test7

Charac-

UIt r.. *lJ . ) .

)0 0. O a)

;. V) 4-)
4

-

, Z 1 J" LrO4t.0 0 *1'

Mr.. 61

U U~*~)C ., .. . . !L,a , ,1) ,H , ,-

0 rJ

Cf. ,. .,-

- -- - ,,"0 r

S- 6 ,.. ', ,_ .
oNA43 _t 74,, 'U "

0

[HUIB/ = m 3(NTP)/kgf, r/HU = g/m3 (NTP)].

there increases, due to solid-phase reaction in particles of ashes,

the apparent activation energy of the system. Tiis property is

possessed by coals 2 and 5 with calcite base in the mineral part,

which can ensure a conductivity of colloidal plasma greater than that

for a mixture of N2 + 1% Na, app-oaching, with further increase of
temperature, the conductivity of a system of N2 + l%K. Formation of

the liquid phase in the posteutectic interval of temperatures (1520-

1600'C for gas) lowers in them the ion-formation rrit,, hit. with tr,-

beginning of crystallization of alite from melt, the. :;,,ild phae in

particles is reestablished, the index of exponentlal g1rcw:;, and the

charge of solid particle is increased, that is

)4 78
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Pig. 8. Dependence of electri-
cal conductivity on inverse
temperature fDr colloidal
plasma forming during heating
of the aerosol with disperenoy
phase from mineral part of

- " .certain Siberian coals.

" .GRAPHIC NOT
* " *.* REPRODUCIBLE

The mineral part of coals 1 and 3, due to the large content of

quartz, cannot be considered promising. At first there will be

formed the liquid phase due to fusion of the quartz, but in the

second place, besides this, there will be formed, as a result of

reaction of low-temperature eutectic which still more increases the

a-bTsorptlon rate and leads to a decrease in apparent activation eneirgy

f the system in a region of temperatures of 1900'C more sharply

tWar for sample 1.

In the mineral part of coal 4, despite the lurre (:ntert of

quartz, there occurs intense reaction in solid phascs with the forma-

tion of nullite, which increases overall the degree of 1onizatlon of

the colloidal plasma to a level of conductivity of a mixture of

NJ2  + 15 Na.
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